Permeation Performance Levels per EN ISO 374:2016

Level Breakthroughtime | Chemical Level Degradation%
1 =10 minutes 40% Sodium hydroxide 6 -18.8

2 >30 minutes 30% Hydrogen peroxide 2 10.6

3 >60 minutes 37% Formaldehyde 4 13.3%

4 >120 minutes

5 >240 minutes

6 >480 minutes

EN IS0 3T4=1-2016
Type 8 EN 374 EN 374
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